
Cubic Tetragonal Orthorhombic

Rwp 23.05 22.08 20.98

Vγ 26.5± 0.3 28.0± 0.2 27.7± 0.2

aγ /Å 3.6143± 0.0002 3.6146± 0.0002 3.6145± 0.0002

aα /Å 2.86343± 0.00009 2.8560± 0.0002 2.8449± 0.0003
bα /Å — — 2.86910± 0.00010

cα /Å — 2.8769± 0.0005 2.8747± 0.00011

cα/aα — 1.0073± 0.0002 1.0101± 0.0004

bα/aα — — 1.0085± 0.0004

Table 1: Results obtained from ex-situ X-ray diffraction of alloy 1.
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