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Strong steels suffer from embrittlement due to dissolved hydrogen, a phenomenon
which can be mitigated by trapping the hydrogen at carbide particles, where it
is rendered benign. The precipitation and coarsening of plate-like M4Cg3 carbides
during the tempering of quaternary Fe-C-Mo-V martensitic steels has been char-
acterised both experimentally and by developing appropriate kinetic theory. The
trapping—capacity is found to peak when the carbides are about 10 nm in length,
indicating a role of coherency strains in trapping hydrogen atoms via elastic inter-
actions. This suggests a method for developing alloys which are better able to resist
the detrimental effects of hydrogen.
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1. Introduction

Alloy carbides have played an important role in the development of structural steels,
including those which are microalloyed or secondary-hardened (Gladman, 1997,
Honeycombe and Bhadeshia, 1995). Less familiar is the exploitation of carbides as
hydrogen—trapping sites, to enhance the resistance of strong steels to static fracture
(Ibaraki et al., 1998, Tarui and Yamasaki, 2002, Kushida et al., 1996). The trapping
ability is thought to depend on many parameters, but the emphasis has been on
particle size and number density.

We have in the past estimated the nucleation, growth and coarsening of V4Cj3
carbides, assuming local equilibrium, accounting for capillarity effects, and changes
in the cementite which precedes the V4Cs (Yamasaki & Bhadeshia, 2003). The
purpose here was to study (V,Mo,Fe,Mn),Cs in a more complex Fe-C-V-Mo qua-
ternary system, where the lattice parameter of the carbide, and hence its coherency
with the matrix, is a function of the V/Mo ratio. It has been reported that this
mixed carbide can be better than pure V,Cs in its ability to capture hydrogen
(Kosaka et al., 2004). Following convention, (V,Mo,Fe,Mn),Cs is henceforth re-
ferred to as M4Cgs, with the ‘M’ denoting metal atoms.

2. Experimental work

Transmission electron microscopy (TEM) was used to assess carbide length, volume
fraction, number density and chemical composition. The steels studied are listed in
Table 1. They were vacuum-melted as 10 kg ingots, heated at 1250 °C for 30 min in
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C Si Mn Mo Vv Al N

Steel A | 0.10 <0.005 2.00 1.59 0.56 0.03 0.0044
Steel B | 0.10 <0.005 2.00 0.40 0.56 0.03 0.0040
Steel C | 0.10 <0.005 2.00 0.40 0.30 0.03 0.0041
BASE 0.10 <0.005 2.01 0.00 0.00 0.03 0.0056

Table 1. Chemical compositions, wt%.

argon, hot-rolled to 12 mm thick plates and air—cooled. Specimens for heat treat-
ment were machined to 3 mm and 8 mm diameter cylinders. After sealing in silica
tubes under a partial pressure of argon (about 150 mm Hg), they were homogenised
at 1250 °C for 50 h since phase diagram calculations using MTDATA (NPL, 2004)
indicated that they would be fully austenitic above 1000 °C. MTDATA is software
which accesses a thermodynamic database (in our case SGTE database) to estimate
the equilibrium compositions and phase fractions as a function of temperature and
pressure, for a specified set of phases and species (Hack, 1996).

After homogenisation, the specimens were plunged into water and the silica
tubes broken. They were re—sealed and tempered at 600 °C for time periods ranging
from 0.5-1160 h, before finally quenching in water.

(a) Sample preparation

Thin foils were prepared using 250 pum thick and 3 mm diameter slices, which
were ground using silicon carbide to ~ 50 pm thickness. Electropolishing was con-
ducted using a twin jet electropolisher (Kelly and Nutting, 1959) in 8% perchloric
acid, 14% glycerol and 78% methanol solution at 15 °C, 50 V.

Single—stage carbon extraction—replicas were prepared from metallographic sam-
ples etched in 4% nital, by depositing a 20-30 nm carbon layer which was then
scored with a sharp blade to partition it into 1 mm? squares. Electrolytic etching
in a solution of 5 % hydrochloric acid in methanol at 7.5 V allowed the carbon to
be floated off on to copper grids.

(b) TEM observations

Figure 1 shows typical images from Steel A tempered for 30 h and 560 h; the
actual experiments covered a wider range of time periods. These pictures were
taken from the [001] orientation of the matrix. Diffraction patterns from extraction
replicas confirmed that the plate-shaped precipitates have a face-centred cubic
(fcc) lattice with almost the same lattice parameter as V4Cs (4.2 A). M4Cs grows
on the three equivalent {001}, planes of the a—ferrite (Tanino, 1988). In Fig. 1,
what appear to be needles, are cross—sections of plates growing on the {001}, plane
parallel to the observation direction.

Precipitate compositions were estimated using energy dispersive X-ray spec-
troscopy on the carbon extraction replicas; the measured ratios of metallic elements
are discussed later but they indicated that the carbides are essentially (V,Mo)4Cs,
with the Mo/V ratio changing with the tempering time. The foil thicknesses were
measured using grain boundary fringes and known extinction distances for the two—
beam condition.
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Figure 1. Transmission electron micrographs of Steel A tempered at 600 °C for (a): 30 h,
(b): 560 h. The zone axis is < 001 >,. Notice that the carbides which precipitate with
their habit plane in the foil appear as faint discs in the bright—field images. Each dark
field image was taken using the diffraction spot identified by the arrow.

M4C3 grows in the form of plates with an average aspect ratio of 5—6. The
carbide size was measured for each sample from at least five different locations,
each of which contained over 500 particles. The volume fraction was calculated
using the product length? x width for each carbide particle and the foil thickness.
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(¢) Hardness measurements

Vickers hardness measurements were made on metallographic samples with a
load of 10 kg applied for 10 s. Five measurements were taken in each case. Figure 2
shows the data, with ‘Q’ denoting ‘as—quenched’. Data from a previous study of
0.1C-2.0Mn-0.56V are included for comparison (Yamasaki and Bhadeshia, 2003).
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Figure 2. Relationship between hardness and tempering time at 600 °C.

(d) Hydrogen trapping measurements

These were conducted on cylindrical samples 8 mm diameter, 7 mm length using
a programmed-temperature gas chromatograph (Asahi et al. 2002). The evolution
rate of diffusible hydrogen responsible for the embrittlement of steel, peaks at 100 °C
for a heating rate of 100 °C h~!. It was thus demonstrated that diffusible hydrogen
leaves the sample within 75 h of ageing at ambient temperature.

Cathodic hydrogen charging was carried out for 48 h with a current density of
0.2 mA cm~2 in one litre of 3 wt% NaCl aqueous solution, catalysed with 3 g of
NH,4SCN. The specimens were then kept at 20 °C for 100 h to eliminate diffusible
hydrogen, leaving only that which is trapped. The samples were then heated to
800 °C at 100 °C h™! in Ar carrier gas within the chromatograph to give curves of
hydrogen evolution rate versus temperature.
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Figure 3. Hydrogen evolution rate. (a), (b) and (c) correspond to Steels A, B and C,
respectively.

Figure 3 shows the data for Steels A-C. The concentrations represent the hy-
drogen trapping capacities for each tempering condition. The peak temperature in
an evolution rate curve is related to the hydrogen trapping energy (Choo & Lee,
1982, Hong & Lee, 1983), the 180-200 °C peak corresponding to a trapping energy
of about 30 kJ mol~! (Tarui & Yamasaki, 2002, Yamasaki et al. 1999). It is known
that steels with a trapping capacity greater than 3 ppmw have excellent resistance
to hydrogen embrittlement (Tarui & Yamasaki, 2002, Yamasaki et al. 1999). ‘ppmw’
stands for parts per million by weight.

Figure 4 shows the hydrogen trapping capacity as a function of the tempering
time. The amount of trapped hydrogen was obtained by integrating the area under
the hydrogen evolution rate curves in Fig. 3. Data from 0.1C-2.0Mn-0.56V steel are
included for comparison (Yamasaki & Bhadeshia, 2003). The fact that the trapping
capacity peaks with tempering time, means that it cannot simply be related to
carbide volume and surface area.

3. Modelling Growth

The equilibrium phases and their compositions were estimated using MTDATA,
allowing cementite, MoC, M4C3, M;C3, Mo3Cg, MgC and ferrite to exist and for all
the elements listed in Table 1. M4C3 and MgC are predicted to be stable at 600 °C in
Steel A with the composition (atomic fraction) of the former being 0.438C-0.440V-
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Figure 4. Hydrogen trapping capacity as a function of steel and tempering time at
600 °C.

0.104Mo-0Mn-0Fe-0.017N and of MgC, 0.143C-0.048V-0.500Mo-0Mn-0.310Fe-ON —
however, MgC was not observed using TEM. In Steels B and C, M4Cs is predicted
to be the only stable carbide, with composition 0.444C-0.489V-0.047Mo-0Mn-0OFe-
0.019N and 0.450C-0.401V-0.122Mo-0.002Mn-0.000Fe-0.025N respectively. On the
basis of these results, only cementite and M,C3 are considered in the calculations.

(a) Capillarity

Equilibrium is affected by the curvature of the a/3 interface. This is the classical
Gibbs—Thompson effect, used her for multicomponent alloys as follows.

The simplest exact method to evaluate this capillarity effect in a multicom-
ponent system is to add a term AG? to the Gibbs energy of the 3 phase in the
database accessed by MTDATA and to recalculate equilibrium subject to this mod-
ification. Consider «, and [ in the form of a parabolic cylinder to represent a plate
shape. Equilibrium requires that (DeHoff, 1993):

dTP =dT* =dT,  dP® =dP® +odH  and  du” = dp® (3.1)
where, T, P, H, o0 and u represent temperature, pressure, curvature of 3 phase,

interfacial energy per unit area, and chemical potential of species i, respectively.
Given a constant pressure in «, equation 3.1 gives a pressure change in g due to
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capillarity as:

P H o
AP :/ dPP = / odH = —= (3.2)
P(H=0) H=0 r
where 1/ is the radius of curvature at the tip. Accordingly, if »? is the volume per

atom of 3, the increase in Gibbs energy due to capillarity is AG?:

UVB

B8 — B _

(3.3)

(b) Growth with local equilibrium and capillarity

M,4C3 forms after the paraequilibrium precipitation of cementite and as in pre-
vious work (Yamasaki and Bhadeshia, 2003), we assume local equilibrium at the
M,4Cs/« interface. However, the circumstances are more complicated for the quar-
ternary system considered here, due to the requirement for mass—balance for each
component at the interface, even though their mobilities differ. The Péclet numbers
p for Mo and V are represented as:

orl© _ orl©

= d =
Dy. o PVEone

DMo (3-4)
where Dy, and Dy are the Mo and C diffusion coefficients in ferrite, v is the precip-
itate lengthening rate and /€ is the radius of curvature at the plate tip. All species
must maintain mass balance at the interface; focusing first on the substitutional
solutes, this requires:

DPMoDmo = pv Dy (3.5)

Trivedi’s (1970) solution for the lengthening of parabolic cylinders (plates) allows
the composition to vary along the curved interface, but it is limited to large val-
ues of supersaturation (Yamasaki and Bhadeshia, 2003). Therefore, an alternative
approach due to Bolling and Tiller (1961) was adopted. This retains the parabolic
cylinder shape with an assumed constant concentration over its surface, at a value
appropriate to the tip radius. For diffusion—controlled growth, the Péclet numbers
PMo and Py must simultaneous satisfy (Christian, 1975a):

QMo (1 - 1;_00) = /TPMo exp(Pmo)erfe(v/Puo) (3.6)

ay <1 - —C> = v exp(pv)erte(v/pv) (3.7)

where the supersaturation Q; = (¢; — ) /(7 — ¢*”). Here ¢; is the atom fraction

(3
of ¢ in ferrite at the point where precipitation begins, c;-m is the atom fraction of
i in ferrite which is in equilibrium with 8 (M4C3) and ¢;*
rc is the critical tip radius at which growth ceases.
Local equilibrium must also be maintained for interstitial carbon, which diffuses
many orders of magnitude faster than the substitutional atoms. We follow the
method of Coates (1972) where a tie-line is selected such that the substitutional

solute flux can keep up with carbon by reducing its concentration gradient. In the

is similarly interpreted.
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quarternary phase diagram of Fig. 5, b is the matrix composition from which M4C3
precipitates, c*? is designated ¢ and (c?®) is f. The point a is the alloy composition
from which paraequilibrium cementite precipitates; e and d are ends of the tie-line
which passes through b. Since Dy, < D¢ and Dy < D¢, ¢®® will lie on the
intersection of plane B which passes through b, with the surface A defining all
possible values of ¢®?.

Aol —1

e .4/.; a
A \.
Fe Q———#
(¢
B
Mo D
C

Figure 5. Fe-C-Mo-V phase diagram. The grey surface define all values of ¢** (labelled
A) and ¢®® (labelled D). The value of ¢*® which allow simultaneous mass balance for all
species must lie on the intersection of the isoconcentration plane B and A.

For a given value of /¢, the curve representing ¢*? on B is uniquely determined;
¢ can be any point this curve, connected by a tie-line to f on the ¢®® surface. There
are therefore many choices for the tie-line determining interface compositions but
only one can simultaneously satisfy mass balance for all solutes, thus yielding the
péclet number. However, the velocity (lengthening rate) depends on the tip radius.
It is assumed that the tip radius adopted is that which gives the maximum velocity

Umam N

(¢) Enrichment and Dissolution of Cementite

Cementite is the first to precipitate during the tempering of martensite in the
steels studied here. In paraequilibrium transformation, the substitutional solute to
iron atom ratio of the parent and product phases is preserved, whilst the more
mobile carbon achieves a uniform chemical potential subject to that constraint
(Hultgren, 1968). The cementite that forms during the tempering of martensite
grows by a paraequilibrium, displacive mechanism (Bhadeshia, 1989, 2001, Babu et
al., 1993, Thomson and Miller, 1995, 1998). The partitioning of elements such as
manganese, vanadium, molybdenum does not therefore occur during its precipita-
tion, leaving it with a chemical composition which is not at equilibrium with the
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matrix. During tempering, this composition tends towards equilibrium, resulting in
an enrichment of Mo and V within the cementite.
The rate of enrichment is given by (Bhadeshia, 1989):

= b
0 o = / (CM —°Mm )
CM >~ CMm + 4 DMt dtﬁ (3.8)

where cf\/l represents the atomic fraction of solute M in cementite, ¢ is the time since
cementite formation, d; is the thickness of the cementite plates, Dy is the diffusion
coefficient of solute M in the matrix, ¢§f is the atomic fraction of the substitutional
solute in the ferrite which is in local equilibrium with the cementite, and ¢y is the
mean atomic fraction of solute M in the alloy. The average thickness of cementite
plates was measured using TEM to be approximately 2 x 1078 m in the grains and
5 x 1078 m on the grain boundaries.
The dissolution rate vy is given by (Robson and Bhadeshia, 1997):

Dy cl‘f‘/f — C&M“C?’
vp= ——MAL O (3.9)
d cdo CaG
M M

where Dy is the diffusion coefficient of the slowest diffuser M which is molybdenum
in Fe-C-Mo-V systems, and d is the mean diffusion distance between 6 and M,Cs
precipitates:

d= (N + NMiCs)~3 (3.10)

where N? and NM4©s are the number densities of § and M,Cj3 respectively.

(i) Nucleation of MyCs

Following classical theory, the nucleation rate is:

* * 3

IzN%exp{%} with  G* = m%ﬁ (3.11)
where N is the number of nucleation sites per unit volume of the system, Q* is the
activation energy for the transfer of atoms across the interface (approximately equal
to that for self-diffusion of iron, given that the interface is likely to be coherent at
nucleation), k is the Boltzmann constant and h is the Planck constant (Christian,
1975). G* is the activation energy for nucleation and AGy is the chemical free
energy change per unit volume of nuclei. AGy for M4Cj3 is calculated using MT-
DATA as -2.440 x 10° J m—2 for the beginning of precipitation, but its magnitude
diminishes during the course of the reaction. The method for calculating the growth
rate has already been described.

(ii) Coarsening

Coarsening is driven by differences in the curvature of the interfaces of particles
of different size; the larger particles then grow at the expense of the smaller ones
with sharper curvatures. For coarsening, M,Cs3 particles were modelled as plates as
illustrated in Fig. 6. The growth (or dissolution) rate can be estimated according

to Zener (1946): i o
4Lz alVlg U3

_DuCum — My

d ey - C&M/LCS

V=

(3.12)
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where 01?‘41\6403 is the equilibrium concentration of solute M in ferrite at the curved

interface and d is the mean diffusion distance between particles:
d=(NP)"s (3.13)

where N” is the number density of M;Cs particles.

Modelling of coarsening in a quaternary system has the same requirements as
precipitation, to satisfy the mass—balance at the interface for all solutes. However,
adopting Zener’s maximum growth rate hypothesis and using the approach ex-
plained in Fig. 5, it is possible to obtain a unique growth or dissolution rate for
each size of MyCj3 particle.

Our treatment of coarsening is approximate since the plate shape is retained
whereas it is possible that the particles might spheroidise. This might be justified
by the observation that the plate aspect ratio does not seem to change significantly
from 6 during the heat treatments used.

dissolition

Figure 6. Coarsening of disc—shaped particles

(i) Calculation Sequence and Parameters

The calculations covering precipitation were performed in time-steps of 50 s,
with the nucleation and lengthening rates, the number density of nucleation sites
remaining, the solute concentrations in the matrix and the enrichment and disso-
lution of cementite updated in each step.

The parameters used in the calculations are listed in Table 2. The nucleation site
density was obtained by fitting with experimental data. The M4Cs /ferrite interface
energy is from Porter and Easterling (1992), the diffusivity of vanadium in ferrite
from Bowen and Leak (1970) and that of molybdenum from Heijwegen and Rieck
(1974).

4. Results and Discussion
Fig. 7 compares calculated and measured data; the solid circles represent the average

of data from different areas, with scatter in the results indicated by the error bars.
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Parameter Steel A Steel B Steel C
Shape plate plate plate
Tempering temperature / °C 600 600 600
Surface energy of M4Cs / J m—2 0.2 0.2 0.2
Driving force for nucleation / J m—3 -2.440 x 10° -2.064 x 10° -2.064 x 10°
Nucleation site density / m™3 1.48 x 1022 1.48 x 1022 1.48 x 1022
Maximum volume fraction of cementite 1.796 x 10—2 1.796 x 102 1.796 x 102
Maximum volume fraction of M4Cs 9.73 x 1073 9.73 x 1073 9.73 x 1073
c? / atomic fraction 44911 x 1073 4.3056 x 1073 2.1462 x 1073
cf / atomic fraction 8.9045 x 103 7.4201 x 103 2.2048 x 1073
¢ / atomic fraction 1.009 x 10~! | 1.035027 x 10~! | 6.42492 x 10~2
cf¢ / atomic fraction 2.907 x 1072 7.4201 x 10~3 8.643 x 1073
gMaCs  atomic fraction 1.845 x 1073 1.2894 x 1073 2.90 x 1075
cgﬁl\f‘lcs / atomic fraction 8.1739 x 1073 |  1.7848 x 103 6.567 x 1074
ey 493 / atomic fraction 4.313452 x 10~1 | 4.825583 x 10~! | 3.410878 x 10!
a9/ atomic fraction 1.152479 x 1071 5.5268 x 1072 | 1.753835 x 10~*
Thickness of cementite in grains / m 2.0 x 10~8 2.0 x 10~8 2.0 x 10~8
Thickness of cementite on grain boundaries / m 5.0 x 1078 5.0 x 1078 5.0 x 1078
Diffusion constant of V Dy / m2s™! 3.05 x 1074 3.05 x 10~ 3.05 x 1074
Diffusion constant of V Dy / m2s™1 2.20 x 10~* 2.29 x 10~ 2.29 x 10~
Activation energy for V diffusion Qv / J mol~! 2.39 x 10° 2.39 x 10° 2.39 x 10°
Activation energy for Mo diffusion Qo / J mol™1 2.39 x 10° 2.39 x 10° 2.39 x 10°

Table 2. The calculation parameters.

The calculations are consistent with the observations. There have been attempts to
characterise vanadium carbide, e.g. the lattice structure (Baker and Nutting, 1959,
Ustinovshchikov, 1984, Tanino and Nishida, 1965), morphology (Ustinovshchikov,
1984, Tanino and Nishida, 1965, Hara et al., 2001), average size (Hara et al., 2001,
Dunlop and Honeycombe, 1978) and size distribution (Dunlop and Honeycombe,
1978) but variations as a function of tempering time, for both the precipitation and
coarsening stages have not been reported previously.

The carbon content of the ferrite is minimal (~ 0.022 at.% using MTDATA)
once cementite has precipitated. The source of carbon for the subsequent formation
of MyCs is from the dissolution of cementite, as illustrated in Fig. 7a. After the
completion of precipitation, coarsening occurs with insignificant changes in the
fraction of MyCs (Fig. 7). As a rough statement, in steel A, the fraction of M4Cs
increases for 30 h to be followed by coarsening. The lengths of all M4Cg3 particles
increase during precipitation; although the mean length increases during coarsening,
the smaller particles dissolve.

The calculated number density of M,Cs particles longer than 4 nm is shown
in Figures 7c for comparison with observations, since particles less than that size
could not readily be characterised using microscopy. The number clearly decreases
during coarsening. In the 30 h distribution illustrated in Fig. 7d, a bin size of X
corresponds to lengths in the range (X-2.5) nm to (X+42.5) nm.

In a multicomponent system, the tie-line determining local equilibrium at the
interface is not necessarily that corresponding to the ultimate equilibrium state.
This follows from the requirement for simultaneous mass balance for all solutes,
even though they may diffuse at vastly different rates. The consequence is that the
composition of the precipitate changes during the course of isothermal treatment.
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Figure 7. Calculated and measured data for M4Cs. (a) Volume fraction.

length. (c¢) Number density. (d) Length distribution after 30 h tempering.
composition. (Figure continued overleaf).

(b) Average
(e) Chemical

This is why the Mo concentration of M4Cs in Steel A is higher during growth

than the ultimate equilibrium concentration. Fig. 7e compares the evolution of the

measured and calculated compositions of M4Cgs as a function of tempering time.
The crystallographic orientation between M4Cs and ferrite is (Baker and Nut-
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ting, 1959, Tekin and Kelly, 1965):
{100} a1,0, |[{100} 4, < 100 >rp,c, || < 110 >4 (4.1)

M,4C3 plates have a misfit of only 2.1% on {100}, but 47 % normal to that plane
(Tanino, 1988). This is why M4Cs grows as a thin plate on {100},. A corollary is
that spheroidising must lead to a breakdown of coherency and an increase in the
surface energy, and hence may not be favoured.

Given that vanadium forms hydrides, the V-H interaction is expected to be
strong. However, chemical interactions between solutes and hydrogen cannot ex-
plain the carbide size dependence of the trapping capacity; although the average
size and fraction of M4C3 particles increases monotonically with the tempering
time, the trapping capacity peaks at 10 h, where the mean particle-length is about
10 nm (Fig. 7). Coincidentally, the contribution made by precipitation hardening,
derived by removing the base-steel hardness from the actual hardness (Fig. 2), also
peaks at about 10 h of tempering time (Fig. 8). Coherency strains are expected to
be greatest at peak hardening.

There is another important factor which controls the hydrogen trapping: the
fraction of Mo amongst metallic elements in M4Cs particles. Fig. 9 shows the hy-
drogen trapping capacity per M4C3 particle, obtained by dividing the trapping
capacity with the number density of M4C3 particles at 10 h tempering and the
metallic fraction of Mo in M4Cs. The trapping capacity is greater at larger Mo
fractions. It is known that the lattice parameter of M4Cs increases with its Mo
fraction (Novotny and Kieffer, 1949), which must influence its coherency with the
ferrite, and hence the hydrogen trapping capacity via the elastic interaction of the
coherency strains with the hydrogen atoms.

It is useful to discuss how the model might be used to develop better steels
in the context of hydrogen embrittlement. The heat treatment of the such steels
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Figure 8. Relationships between the contribution of
precipitation hardening to the total hardness, and
tempering time at 600 °C

(tempering time and temperature) is not a free variable, but is determined from
the independent need to simultaneously optimise strength, toughness and other
engineering parameters. The present work has shown that for the steels considered,
the most effective size of M4C3 particles for hydrogen trapping is about 10 nm.
Furthermore, for a given size, the state of coherency of the carbide is optimum
when it contains a large molybdenum concentration. The mathematical model can
in principle be used to estimate the alloy composition which would lead to the
correct carbide size and molybdenum content for a given heat treatment. A more
quantitative treatment of trapping depends on the development of theory for the
state of coherency of M4Cs, together with a model for the interactions between
dissolved hydrogen and the coherency strains.

5. Conclusions

The main conclusion of this work, other than the development of theory capable
of modelling precipitation behaviour, is that the hydrogen trapping capacity of a
steel is not simply dependent on the number density of precipitates. It has been
demonstrated that the precipitate coherency strains and their interaction with hy-
drogen influence the hydrogen trapping capacity. This in turn means that there is an
advantage in using multicomponent carbides to develop hydrogen-resistant steels
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whose chemical composition can be manipulated to adjust their state of coherency
with the ferrite matrix.
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